Sign Sheeting Materials

Phoenix, Arizona DOT
State Test Deck Data

Submittal Year 2002

SSM Number SSM-0975
Manufacturer Avery Dennison
Sheeting Name EG
Sheeting Lot 2B26F6017 B
Sheeting Color Brown
Coefficient of Retroreflection (R')
Light Tunnel - (cd/lux/m?2)

Ent/Obs -4/ 0.2

Initial 1 year 2 year 3 year
Rotation 0° 90° 0° 90° 0° 90° 0° 90°
Sample A 10 10 12 12 12 12
Sample B 12 12 14 14 14 14
File Specimen 12 11 12 12 12 12
Ent/Obs +30/ 0.2

Initial 1 year 2 year 3 year
Rotation 0° 90° 0° 90° 0° 90° 0° 90°
Sample A 7.0 7.0 6.5 6.5 8.2 8.7
Sample B 7.0 8.0 8.9 8.9 9.1 9.3
File Specimen 7.0 8.0 6.5 8.1 8.4 8.2

Portable Reflectometer Reading (0° and 90°)

Initial 6 month 1 year 2 year 3 year
Rotation 0° 90° 0° 90° 0° 90° 0° 90° 0° 90°
Sample A 11 11 12 12 11 11 12 12 11 11
Sample B 13 13 13 14 13 13 14 14 13 13
File Specimen 12 12 12 12 13 13 12 12 12 12

Portable Reflectometer Reading (Annular)
Initial 6 month 1 year 2 year 3 year
Sample A
Sample B
File Specimen
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Avg. (A + B)

File Specimen

Avg. (A + B)

File Specimen

Time

6 month
1 year

2 year

3 year

Color Coordinates - Laboratory Instrument

Initial 1 year 2 year 3 year
X 0.499 0.487 0.473
\Y, 0.398 0.398 0.387
Lum. Fact.
(%) 4.690 5.110 5.250
X 0.501 0.497 0.496
\Y, 0.399 0.397 0.389
Lum. Fact.
(%) 4.660 4.700 4.500
Color Coordinates - Portable Instrument
Initial 6 month 1 year 2 year 3 year
X 0.498 0.436 0.483 0.484 0.464
\Y, 0.389 0.367 0.387 0.388 0.389
Lum. Fact. (26) 4.690 6.210 5.000 5.150 5.600
X 0.499 0.503 0.499 0.496 0.496
y 0.389 0.394 0.390 0.388 0.383
Lum. Fact. (%0) 4.680 4.630 4.700 4.700 4.800
Visual Evaluation
Shrinkage Cracking Blistering
none none none
None None None
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